Test Report No. CANEC1705259102 Date: 06 Apr 2017 Page 10f 5

CHAOZHOU XIANGQIAO GUANGLI ELECTRONIC FACTORY
WOSHI INDUSTRIAL PARK,DONGSHAN ROAD,QIAODONG,XIANGQIAO,CHAOZHOU,GUANGDONG

The following sample(s) was/were submitted and identified-on’behalf of the clients-as':’'Lamp Holder

SGS Job No. : CP17-016525 - GZ

Model No. : GL-090

Client Ref. Info. : GL-091 GL-092 GL-093 GL-094 GL-095 GL-073 GL-076

Main Substance : PBT

Date of Sample Received : 31 Mar 2017

Testing Period : 31 Mar 2017 - 06 Apr 2017

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results of Cadmium,

Lead, Mercury, Hexavalent chromium, Polybrominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDEs) do not exceed the limits as set by
RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

ﬂewg

Merry Lv
Approved Signatory

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Elsctromc ccumenls at http://www.sgs.com/en/Terms-and-Conditions/Terms-e-Document.aspx.
Attention is drawn to the li of liability, i and jurisdiction issues defined therein. Any holder of this document is
advised that information contained hereon reflects the Company's findings at'the time of its intervention only and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
A transaction from exerclslng all their rights and obligations under the Thl cannot be reproduced
= L except in full, without prior written app of the Company. Any for f the content or
L5 L el s appearance of this is and may be pi to (he fullest extent of (he Iaw Unless olherwnse stated the
results shown in this test report refer only to the sample(s) !ested o
Nettention? Té Ehetk thé/authenticity of testing /inspection veéport & dertificdte, pléase/ contactus/attelephone?(86-755)8507 1443,
or email: CN.Doccheck@sgs.com

198K i i fina 510663 t (86-20)82155555 f (86-20)82075113 www.sgsgroup.com.cn
!PI M ééﬁ&*%ﬂi&ﬂ#ﬁﬂiﬁ%wa% HB4R: 510663 t (86-20)82155555 f (86-20)82075113 € sgs.china@sgs.com

‘%}‘Inspechon & Testing Services, <

Member of the SGS Group (SGS SA)



